
County Highways Laboratory

Stockbridge Road, Micheldever Station, Hampshire SO21 3BB                            

Telephone: 01962 774502

Fax: 01962 795042

Client: L&S WASTE MANAGEMENT Lab. No.: A0375
PEGHAM INDUSTRIAL ESTATE

LAVEYS LANE

FAREHAM

HANTS

PO15 6SD

F.A.O. STEVE KEW
 

Project: AGG. TESTING FOR L&S WASTE MANAGEMENT - MAY 2022

Location: 6F5 STOCK

Material: CRUSHED DEMOLITION

Specification: DfT SHW CL710

Contractor: N/A

Supplier/Plant: L & S SHOLING Ticket No.: N/A

Date Sampled: 04/05/2022 Date Received: 04/05/2022

Sampled By: J. HALLIDAY Tested By: D. SIUM

Sample Type: BULK Date Tested 11/05/2022

Sample Mass: 36641g Site Ref.: JH4

CLASS % of TOTAL

BITUMINOUS MATERIALS Ra 4.2

MASONRY Rb 42.9

CONCRETE Rc 21.8

GLASS Rg 0.0

FLOATING PARTICLES FL 0.4

AGGREGATE Ru 30.6

OTHER X 0.1

DRYING TEMPERATURE 110±5°C TOTAL 100.0

Remarks:

Signed:……………………………………………

Approved Signatories: M. Mullane: Lab. Manager

                   E. Frost:     Senior Technician

   E. Naval: Asst. Senior Technician

Date: 12/05/2022
Note: County Highways Laboratory only accepts responsibility for the accuracy of the results contained in this report. No responsibility 

can be accepted for the results being representative of the material or items sampled unless sampling has been carried out by County 

Highways Laboratory Staff. This result may not be reproduced either in part or in full without the written permission of County Highways 

Laboratory. The results stated in this report are only related to the items tested. For samples taken by the client the results stated in 

this report are only related to the sample/s as received.
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